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CW3S000 - CWS005

0.9 pm - 0.9 pm doped with 0.2% vC [

o
Pr rti
ope t es CW5000 - CW5005 Typical Guaranteed
7,3 g Fisher size (as delivered) (pm) 0.9 0.8-1.0
w2
>
i g Scott density (g/cm?) 2.5 2.0-3.0
Total carbon (%)
. CW5000 6.14 6.11-6.16
tungstencarbide CW5005 6.16 6.13-6.18
Free carbon (%) 0.03 <0.08
Combined carbon (%)
CW5000 6.11 > 6.05
CW5005 6.13 > 6.07
Oxygen (%) 0.16 <0.20
Al (ppm) <3 <10
Hardmetal grade Ca (ppm) <3 <10
g CW5000 93.0 WC/0.5 TaC/6.5 Co Tcg "
2% | cwso0s 93.5 WC doped WC/6.5 Co ‘€L | cr(ppm) 15 <40
g E 2
£ g Mill Attritor U & | Fe (ppm) 50 < 200
n o
Sintering Vacuum/1410° C/1 hr K (ppm) <5 <15
Typical specific gravity Mg (ppm) <5 <15
CW5000 14.82 g/cm®
CW5005 14.80 g/cm?® Mo (ppm) 15 <50
o Typical porosity (ISO 4505) | A02 BOO CO0 Na (ppm) <5 <15
£
‘3 ‘_‘:-:n' Typical hardness 1690 HV50/92.7 HRa Ni (ppm) 10 <25
=0
n
" Typical coercive force 21.0 kA. m/265 Oe Si (ppm) 10 <40
Typical magnetic saturation | 12.4 pT.m’/kg V (ppm) CW5005 1600 1400 - 1800
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